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TEST REPORT

Name & Address of Client: M/s. Nishan Cables, Shahalam Market, Lahore.

Description of Sample(s): Copper wire No. of Sample: 05

(As provided by client)

Method used/Specs. Wet No. of Sheet: 01
Statement of Non-Compliance: N.A Temp: N.A, & Humidity: ----

Uncertainty of Measurement: -----
Chemical Test Results:

132 Job Nog (as p?c?v[ildlgdliyl gient) Cu%

01. 64529 3/029 99.90

02. 64530 7/029 99.90

03. 64531 7/036 99.90

‘ 04. 64532 7/044 99.95

05. 64533 7/052 99 g5
~. (END OF REPORT)

1y
N s

Services Division Documentation Division

Terms and Conditions;

i) The above results pertain to the sample(s) received at TSC-PSQCA, Lahore and are not applicable
for product certification.

ii) In case of overtyping, erasing or any doubtful figures in the test results, the matter should be
referred to the Deputy Director Documentation Division (TSC) at once for verification.

iii) This test report shall not be reproduced except in full without written approval of the lab authorities.

iv) Only Retained sample will be kept for fifteen (15) days after issuance of its report after which it will
be disposed off.

V) The original report bears embossed punch of TSC-PSQCA Monogram.

vi) TSC Labs do not guarantee the quality of the stock from where the sample(s) was / were drawn.

vii) Any misuse of this report in any manner is illegal.
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